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REI LAB Reservoirs Environmental, Inc. 

Lennie Herron 
Herron Enterprises, USA, Inc. 
7261 W. Hampden Ave. 
Lakewood CO 80227 

Dear Customer, 

Reservoirs Environmental, Inc. is an analytical laboratory accredited for the analysis of Industrial Hygiene and 
Environmental matrices by the National Voluntary Laboratory Accreditation Program (NVLAP), Lab Code 101896-0 
for Transmission Electron Microscopy (TEM) and Polarized Light Microscopy (PLM) analysis and the American 
Industrial Hygiene Association (AIHA), Lab ID 101533 - Accreditation Certificate #480 for Phase Contrast 
Microscopy (PCM) analysis. This laboratory is currently proficient in both Proficiency Testing and PAT programs 
respectively. 

Reservoirs Environmental, Inc. has analyzed the following samples for asbestos content as per your request. The 
analysis has been completed in general accordance with the appropriate methodology as stated in the attached 
analysis table. The results have been submitted to your office. 

RES 283131-1 is the job number assigned to this study. This report is considered highly confidential 
and the sole property of the customer. Reservoirs Environmental, Inc. will not discuss any part of this study with 
personnel other than those of the client. The results described in this report only apply to the samples analyzed. 
This report must not be used to claim endorsement of products or analytical results by NVLAP or any agency of the 
U.S. Government. This report shall not be reproduced except in full, without written approval from Reservoirs 
Environmental, Inc. Samples will be disposed of after sixty days unless longer storage is requested. If you have any 
questions about this report, please feel free to call 303-964-1986. 

February 25, 2014 Subcontract Number: 
Laboratory Report: 
Project#/P.O.# 
Project Description: 

NA 
RES 283131-1 
0104148 
None Given 

Sincerely, 

Jeanne Spencer 
President 

P: 303-964-1986 
F: 303-477-4275 

5801 Logan Street, Suite 100 Denver, CO 80216 

Copyright ©2014 HERRON™ Enf^rprises USA, (nc. All Rights Reserved. 

1-866-RESI-ENV 
www.reilab.com 
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Effective January 1, 2014 
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TABLE PLM BULK ANALYSIS, PERCENTAGE COMPOSITION BY VOLUME 

RES Job Number: RES 283131-1 
Client: Herron Enterprises, USA, Inc. 
Client Project Number / P.O 0104148 
Client Project Description: None Given 

February 24, 2014 
EPA 600/R-93/116 - Short, Bulk 
24 Hour 
February 24, 2014 

Date Samples Received: 
Method: 
Turnaround: 
Date Analyzed: 

ND=None Detected 

TR=Trace, <1% Visual Estimate 

T rem-Act=T remolite-Actinolite 

Client Lab L Asbestos Content Non Non-
Sample ID Number A Sub Asbestos Fibrous 
Number Y Physical Part l 1 Fibrous Components 

E Description (%) Mineral I Visual Components (%) 
K I Estimate (%) ( % )  

022414-1A-B EM 1124685 A Off white/tan fibrous material w/ white paint 100 ND 85 15 

022414-1B-B EM 1124686 A Off white fibrous material w/ white paint 100 ND 85 15 

022414-1C-B EM 1124687 A Off white fibrous material w/ white paint 100 ND 85 15 

022414-1D-B EM 1124688 A Off white fibrous material w/ white paint 100 ND 85 15 

022414-1E-B EM 1124689 A Off white fibrous material w/ white paint 100 ND 85 15 

022414-1F-B EM 1124690 A Off white/gray fibrous material w/ white paint 100 ND 85 15 

022414-1G-B EM 1124691 A Off white/gray fibrous material w/ white paint 100 ND 85 15 

P: 303-964-1986 
F: 303-477-4275 

HERRON™ Project No. 0104148 
Asbestos Services 

5801 Logan Street, Suite 100 Denver, CO 80216 
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Reservoirs Environmental, Inc. 
Reservoirs Environmental QA Manual RESERVOIRS ENVIRONMENTAL, INC. 

NVLAP Lab Code 101896-0 

TDH Licensed Laboratory # 30-0136 

Effective January 1, 2014 
T:\QAQC\Lab\Reservoirs Environmental QA Manual.doc 

TABLE PLM BULK ANALYSIS, PERCENTAGE COMPOSITION BY VOLUME 

RES Job Number: RES 283131-1 
Client: Herron Enterprises, USA, Inc. 
Client Project Number / P.O 0104148 
Client Project Description: 
Date Samples Received: 
Method: 
Turnaround: 
Date Analyzed: 

None Given 
February 24, 2014 
EPA 600/R-93/116 - Short, Bulk 
24 Hour 
February 24, 2014 

ND=None Detected 

TR=Trace, <1% Visual Estimate 

T rem-Act=T remolite-Actinolite 

Client Lab L Asbestos Content Non Non-
Sample ID Number A Sub Asbestos Fibrous 
Number Y Physical Part l I Fibrous Components 

b Description (%) Mineral j Visual Components (%) 
R I Estimate (%) ( % )  

022414-2A-B EM 1124692 A White/tan paint 100 ND 0 100 

022414-2B-B EM 1124693 A Tan resinous material w/ white paint 10 ND 0 100 
B Gray granular cementitious material w/ beige paint 90 ND 0 100 

022414-2C-B EM 1124694 A White paint 100 ND 0 100 

022414-2D-B EM 1124695 A White/light gray paint 100 ND 0 100 

022414-2E-B EM 1124696 A White/light gray paint 100 ND 0 100 

P: 303-964-1986 
F: 303-477-4275 

HERRON™ Project No. 0104148 

5801 Logan Street, Suite 100 Denver, CO 80216 
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Reservoirs Environmental QA Manual RESERVOIRS ENVIRONMENTAL, INC. 

NVLAP Lab Code 101896-0 

TDH Licensed Laboratory# 30-0136 

Effective January 1, 2014 
T:\QAQC\Lab\Reservoirs Environmental QA Manual.doc 

TABLE PLM BULK ANALYSIS, PERCENTAGE COMPOSITION BY VOLUME 

RES Job Number: RES 283131-1 
Client: Herron Enterprises, USA, Inc. 
Client Project Number / P. O 0104148 
Client Project Description: None Given 
Date Samples Received: February 24, 2014 
Method: EPA 600/R-93/116 - Short, Bulk 
Turnaround: 24 Hour 
Date Analyzed: February 24, 2014 

ND=None Detected 

TR=Trace, <1% Visual Estimate 

T rem-Act=T remolite-Actinolite 

Client 
Sample 
Number 

Lab 
ID Number 

L 
A 
Y 
E 
R 

Physical 
Description 

Sub 
Part 
(%) 

Asbestos Content 
s 1 1 

Mineral I Visual 
I Estimate (%) 

Non 
Asbestos 

Fibrous 
Components 

( % )  

Non-
Fibrous 

Components 
(%) 

022414-3A-B EM 1124697 A Light gray/tan drywall w/ white paint 100 ND 15 85 

022414-1A-C EM 1124698 A Gray/peach resinous material 100 ND 0 100 

022414-1B-C EM 1124699 A Gray/peach resinous material 100 ND 0 100 

022414-1C-C EM 1124700 A Gray/peach resinous material 100 ND 0 100 

022414-2A-C EM 1124701 A Gray resinous material 100 ND 0 100 

022414-3A-C EM 1124702 A White compound 5 ND 0 100 
B White joint compound 5 ND 0 100 
C Off white tape 5 ND 99 1 
D Off white/tan drywall 85 ND 10 90 

P: 303-964-1986 5801 Logan Street, Suite 100 Denver, CO 80216 1-866-RESI-ENV 
F: 303-477-4275 www.reilab.com 
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Reservoirs Environmental, Inc. 
Reservoirs Environmental QA Manual RESERVOIRS ENVIRONMENTAL, INC. 

NVLAP Lab Code 101896-0 
TDH Licensed Laboratory # 30-0136 

Effective January 1, 2014 
T:\QAQC\Lab\Reservoirs Environmental QA Manual.doc 

TABLE PLM BULK ANALYSIS, PERCENTAGE COMPOSITION BY VOLUME 

RES Job Number: RES 283131-1 
Client: Herron Enterprises, USA, Inc. 
Client Project Number / P.O 0104148 
Client Project Description: None Given 
Date Samples Received: February 24, 2014 
Method: EPA 600/R-93/116 - Short, Bulk 
Turnaround: 24 Hour 
Date Analyzed: February 24, 2014 

ND=None Detected 

TR=Trace, <1% Visual Estimate 

T rem-Act=T remolite-Actinolite 

Client Lab L Asbestos Content Non Non-
Sample ID Number A Sub Asbestos Fibrous 
Number Y Physical Part 1 1 Fibrous Components 

t Description (%) Mineral | Visual Components (%) 
K ! Estimate (%) 1%) 

022414-1A-F EM 1124703 A Brown/tan fibrous material 100 ND 90 10 

022414-1B-F EM 1124704 A Off white fibrous material 100 ND 90 10 

022414-1C-F EM 1124705 A Off white/tan fibrous material 100 ND 90 10 

022414-1D-F EM 1124706 A Off white/tan fibrous material 100 ND 90 10 

P: 303-964-1986 
F: 303-477-4275 

HERRON™ Project No. 0104148 
tebestos^erv^s 

5801 Logan Street, Suite 100 Denver, CO 80216 

Copyright ©2014 HERRON™ EffiWtfrfetes USA, Inc. All Rights Reserved. 
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Reservoirs Environmental, Inc. 
Reservoirs Environmental QA Manual RESERVOIRS ENVIRONMENTAL, INC. 

NVLAP Lab Code 101896-0 

TDH Licensed Laboratory # 30-0136 

Effective January 1, 2014 
T:\QAQC\Lab\Reservoirs Environmental QA Manual.doc 

TABLE PLM BULK ANALYSIS, PERCENTAGE COMPOSITION BY VOLUME 

RES Job Number: RES 283131-1 
Client: Herron Enterprises, USA, Inc. 
Client Project Number / P.O 0104148 
Client Project Description: None Given 
Date Samples Received: February 24, 2014 
Method. EPA 600/R-93/116 - Short, Bulk 
Turnaround: 24 Hour 
Date Analyzed: February 24, 2014 

ND=None Detected 

TR=Trace, <1% Visual Estimate 

T rem-Act=T remolite-Actinolite 

Client Lab L Asbestos Content Non Non-
Sample ID Number A Sub Asbestos Fibrous 
Number Y Physical Part 1 1 Fibrous Components 

E Description (%) Mineral I Visual Components (%) 
R ! Estimate (%) ( % )  

022414-1E-F EM 1124707 A Off white/tan fibrous material 100 ND 90 10 

022414-1F-F EM 1124708 A Tan fibrous material 100 ND 90 10 

022414-1G-F EM 1124709 A Off white fibrous material 100 ND 90 10 

022414-2A-F EM 1124710 A White joint compound 5 ND 0 100 
B Off white tape 30 ND 99 1 
C Pink/tan drywall 65 ND 10 90 

022414-1A-G EM 1124711 A Yellow adhesive 3 ND 0 100 
B White tile 97 ND 0 100 

P: 303-964-1986 
F: 303-477-4275 

HERRON™ Project No. 0104148 
Asbestos Services 

5801 Logan Street, Suite 100 Denver, CO 80216 
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Reservoirs Environmental, Inc. 
Reservoirs Environmental QA Manual RESERVOIRS ENVIRONMENTAL, INC. 

NVLAP Lab Code 101896-0 
TDH Licensed Laboratory# 30-0136 

Effective January 1, 2014 
T:\QAQC\Lab\Reservoirs Environmental QA Manual.doc 

TABLE PLM BULK ANALYSIS, PERCENTAGE COMPOSITION BY VOLUME 

RES Job Number: RES 283131-1 
Client: Herron Enterprises, USA, Inc. 
Client Project Number / P.O 0104148 
Client Project Description: 
Date Samples Received: 
Method: 
Turnaround: 
Date Analyzed: 

None Given 
February 24, 2014 
EPA 600/R-93/116 - Short, Bulk 
24 Hour 
February 24, 2014 

ND=None Detected 

TR=Trace, <1% Visual Estimate 

T rem-Act=T remolite-Actinolite 

Client Lab L Asbestos Content Non Non-
Sample ID Number A Sub Asbestos Fibrous 
Number Y Physical Part l l Fibrous Components 

b Description (%) Mineral Visual Components (%) 
K ! Estimate (%) ( % )  

022414-1B-G EM 1124712 A Black mastic 3 ND 0 100 
B Off white/green tile 97 Chrysotile 2 0 98 

022414-1C-G EM 1124713 A Black mastic 3 ND 0 100 
B Off white/green tile 97 Chrysotile 2 0 98 

022414-1A-H EM 1124714 A Tan mastic 2 ND 0 100 
B Black mastic 3 ND 0 100 
C White/gray tile 95 ND 0 100 

TEM Analysis recommended for organically bound material (i.e. floor tile) if PLM results are <1%. 

Analyzed by: u  V I .  
Que Pharn 

Data QA: 
lulia lacks 

ĵiiULCrY 

Julia Jackson 

P: 303-964-1986 
F: 303-477-4275 

HERRON™ Project No. 0104148 
Asbestos Services ^ 

5801 Logan Street, Suite 100 Denver, CO 80216 
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